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We have used scanning capacitance microscopy �SCM� and atomic force microscopy �AFM� to
characterize structural and electronic properties of InxGa1−xN/GaN quantum-well structures at the
nanoscale. Macroscopic capacitance-voltage measurements combined with numerical simulations
indicate that either electron or hole accumulation in the quantum-well layer can be induced by
application of forward or reverse bias, respectively. Under reverse bias conditions �hole
accumulation�, features corresponding to monolayer fluctuations in InxGa1−xN quantum-well
thickness are clearly evident. Under forward bias conditions �electron accumulation�, samples
exhibiting high luminescence efficiencies are found to contain regions of increased carrier
accumulation within the quantum well, which on the basis of spatially resolved spectroscopy,
bias-dependent imaging, and numerical simulations are attributed to nanoscale In-rich clusters in the
quantum well. No such features are observed in samples exhibiting lower luminescence efficiencies.
Together, these studies demonstrate the ability to image, and distinguish, nanoscale variations in
subsurface electronic properties arising from either monolayer thickness fluctuations or
compositional inhomogeneities in InxGa1−xN/GaN quantum-well structures. © 2005 American

Vacuum Society. �DOI: 10.1116/1.1947799�
I. INTRODUCTION

InxGa1−xN/GaN quantum-well structures are of outstand-
ing current interest for nitride semiconductor-based visible
light emitters, including both light-emitting diodes and laser
diodes.1,2 Although dramatic advances have been made in the
development of such devices, the optimization of emission
efficiencies, particularly over a wide range of visible wave-
lengths and, consequently, In composition in the quantum
well, requires a detailed understanding of the local, nanos-
cale structure and associated electronic properties in the
InxGa1−xN/GaN quantum-well region.3–7 In particular, fac-
tors such as the thickness of the quantum-well layer, which
influences the degree of wave-function overlap between elec-
trons and holes and consequently the recombination dynam-
ics and efficiency, and the possible presence of composi-
tional inhomogeneities such as clustering or phase separation
in the InxGa1−xN layer, which are believed to play a signifi-
cant role in the attainment of high emission efficiencies in
certain structures, can dramatically influence emission prop-
erties. Direct characterization at the nanoscale of these and
related aspects of quantum-well structure, however, remains
a substantial experimental challenge.

In this paper, we describe studies of InxGa1−xN/GaN
quantum-well structures using scanning capacitance micros-
copy �SCM� and scanning capacitance spectroscopy �SCS� in
which local, nanometer-scale electronic behavior is charac-
terized and its origin in local structure and composition of
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the quantum-well layer elucidated. By obtaining SCM im-
ages at different bias voltages encompassing both forward-
and reverse-bias conditions, and using numerical simulations
to determine the relationship between capacitive behavior
and InxGa1−xN/GaN quantum-well thickness and In concen-
tration, it is possible to detect the presence of both mono-
layer fluctuations in quantum-well thickness and nanoscale
In-rich clusters in the InxGa1−xN layer, and furthermore to
distinguish between these features on the basis of their dif-
ferent manifestations under forward- and reverse-bias condi-
tions. The ability to image electronic structure associated
with nanometer to atomic scale structural features in subsur-
face quantum-well layers is particularly noteworthy given
the difficulty of directly imaging subsurface electronic prop-
erties in semiconductors at these length scales. In addition,
the presence of In-rich clusters is observed to correlate with
an increase in optical emission efficiency, corroborating sug-
gestions that carrier localization in such clusters contributes
significantly to improved device performance in
InxGa1−xN/GaN-based light emitters.7

II. EXPERIMENT

The samples employed in these studies, whose structure is
shown representatively in Fig. 1, were grown by metalor-
ganic chemical vapor deposition �MOCVD� on a c-plane
sapphire substrate using a Veeco TurboDisc E300 GaNzilla
platform. Samples consisting of a 2–3 �m n-GaN buffer
layer with doping concentration of approximately 1018/cm3
followed by a 3–3.5 nm undoped InxGa1−xN quantum-well
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layer with In concentrations ranging from 15% to 30% were
studied. The 30% InxGa1−xN quantum well was grown at
710 °C while the 15% was grown at 760 °C. In each epitax-
ial layer structure, the InxGa1−xN quantum-well layer was
capped with 2 nm undoped GaN; the proximity of the
quantum-well region to the sample surface enabled very high
spatial resolution to be achieved in SCM characterization.8

Composition and layer thicknesses were estimated from
MOCVD growth conditions and verified �postgrowth� by
x-ray diffraction �XRD� measurements and XRD simulation
of the epitaxial layer structures. More detailed descriptions
of sample preparation, growth conditions, and growth param-
eters have been presented elsewhere.9

All samples were cleaned with trichloroethylene, acetone,
and methanol in an ultrasonic bath, followed by a rinse in
isopropanol and then acid cleaning using HCl:H2O �1:1�
prior to processing or imaging. Ohmic contacts were fabri-
cated on all samples by deposition of 33 nm Ti/77 nm
Al/33 nm Ti/88 nm Au followed by annealing at 650 °C for
3 min. Scanning capacitance microscopy and spectroscopy
were performed in a Digital Instruments/Veeco Nanoscope
IIIa Dimension 3100s scanning probe microscopy system us-
ing Co/Cr-coated tips with a nominal tip radius of
25–50 nm. To assist in the interpretation of scanning capaci-
tance data, numerical simulations of capacitance-voltage
spectra were performed using a one-dimensional Poisson-
Schrödinger solver10 with band offsets and polarization
charge densities at the InxGa1−xN/GaN interfaces derived
from experimentally measured values.11

The SCM and SCS techniques employed here have been
described in detail elsewhere.12,13 In brief, a voltage signal
with dc and low-frequency ac �5–100 kHz� components is
applied between a conductive probe tip and the sample,
which are connected to a capacitance sensor through a trans-
mission line tuned at its resonant frequency of approximately
915 MHz. The signals extracted from the measurement are
proportional to the magnitude of dC /dV. SCM images are
obtained by scanning the probe tip and measuring the signal
as a function of tip position. Spectroscopic data are obtained

FIG. 1. �a� Schematic diagram of a representative InxGa1−xN/GaN quantum-
well structure showing contact and scanning probe measurement geometry.
by either �i� measuring the signal while slowly sweeping the
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dc bias voltage with the tip held stationary in contact with
the sample, or �ii� obtaining a series of SCM images at dif-
ferent bias voltages, and extracting the spatially resolved sig-
nal from each image to construct a collection of spatially
resolved signal spectra.

III. RESULTS AND DISCUSSION

A. Numerical simulations

We have simulated the expected capacitance-voltage
spectra for Schottky contacts formed to the InxGa1−xN/GaN
quantum-well structures studied here to determine the rela-
tionship between capacitive behavior and variations in
quantum-well structure, most notably variations in quantum-
well thickness and In concentration. Figure 2 shows a simu-
lated capacitance-voltage spectrum for a 3 nm
In0.30Ga0.70N/GaN quantum-well sample; the capacitance-
voltage behavior for other compositions and quantum-well
thickness studied is very similar. The simulated capacitance-
voltage spectrum was verified qualitatively by comparison
with results of capacitance-voltage spectroscopy performed
on large-area Schottky diodes; detailed quantitative compari-
sons were difficult due to substantial series resistances
present in the Schottky diodes. Several regimes of behavior,
corresponding to accumulation of different carrier types, ei-
ther electrons in the In0.30Ga0.70N quantum well or holes in
the quantum well or near the GaN surface, are observed in
both the simulation and macroscopic capacitance-voltage
measurement. At large negative bias voltages �region A�,
hole accumulation near the upper In0.30Ga0.70N/GaN inter-
face and in the top GaN layer occurs, leading to a large
capacitance. As the bias voltage is increased to values near
−2 V �region B�, hole accumulation occurs primarily near
the lower In0.30Ga0.70N/GaN interface, resulting in a lower
capacitance. For voltages near zero bias �region C�, carriers
are depleted from the In0.30Ga0.70N/GaN quantum-well
structure and only a small depletion capacitance is present.
Finally, for larger forward bias voltages applied to the
Schottky contact �region D�, a large capacitance due to elec-
tron accumulation at the upper In0.30Ga0.70N/GaN interface
and in the top GaN layer is observed. Thus, we see that
numerical simulations confirmed by macroscopic
capacitance-voltage measurements indicate that either elec-
tron or hole accumulation in the quantum-well layer can be
induced by application of forward or reverse bias, respec-

FIG. 2. Numerically simulated capacitance-voltage spectrum for a 3 nm
In0.30Ga0.70N/GaN quantum-well structure.
tively.
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To better understand how the detailed sample structure
influences its electronic properties, we performed numerical
simulations of capacitance-voltage spectra for structures with
varying InxGa1−xN quantum-well thickness and In concentra-
tion. These simulations do not include possible effects of
surface and bulk trapping of carriers, which in principle, and
occasionally in practice,14 can substantially influence both
macroscopic capacitance-voltage measurements and scan-
ning capacitance microscopy and spectroscopy. However,
analysis of SCM images of the samples characterized in the
present studies obtained before and after localized applica-
tion of bias voltage via a scanning probe tip indicate that
such effects have little if any influence on SCM images and
local spectroscopic measurements over the range of bias
voltages employed in the studies presented here.

Results for two quantum-well structures, corresponding to
the two samples for which experimental data will be pre-
sented, are shown. Figure 3�a� shows the simulated
capacitance-voltage spectrum for reverse �negative� bias
voltages for structures with In0.30Ga0.70N quantum wells
3 nm plus or minus one monolayer in thickness. In the simu-
lation, a variation in quantum-well thickness of one mono-
layer is seen to shift the threshold voltage for hole accumu-

FIG. 3. Simulated capacitance-voltage spectra for �a� In0.30Ga0.70N quantum
well with thicknesses of 3 nm plus or minus one monolayer in reverse bias,
�b� 3 nm InxGa1−xN quantum well with 25%, 30%, and 35% In concentra-
tion in reverse bias, �c� 3.5 nm InxGa1−xN quantum well with 10%, 15%,
and 20% In concentration in forward bias, and �d� In0.15Ga0.85N quantum
well with thickness of 3.5 nm plus or minus one monolayer in forward bias.
lation by �0.3 V; similar variations in the thickness of the
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top GaN layer �nominally 2 nm� result in much smaller
changes in this threshold voltage. Figure 3�b� shows reverse-
bias capacitance-voltage spectra for structures with 3 nm
InxGa1−xN quantum wells with In concentrations of 25%,
30%, and 35%; it is evident from the figure that variations in
In concentration lead to much smaller changes in threshold
voltage for hole accumulation than do monolayer fluctua-
tions in quantum-well thickness. Figure 3�c� shows simu-
lated forward-bias capacitance-voltage spectra for 3.5 nm
InxGa1−xN quantum-well structures with In concentrations of
10%, 15%, and 20%; these simulations show that In concen-
tration fluctuations very substantially influence capacitance-
voltage spectra in this voltage range. Figure 3�d� shows
forward-bias capacitance-voltage spectra for In0.15Ga0.85N
quantum-well structures with thicknesses of 3.5 nm plus or
minus one monolayer; the influence of quantum-well thick-
ness fluctuations on capacitance-voltage spectra in this volt-
age range is seen to be minimal.

The simulation results shown in Fig. 3 provide a basis for
using SCM imaging to distinguish between local variations
in electronic structure that arise from fluctuations in
InxGa1−xN quantum-well thickness and those that arise from
variations in local In concentration. Specifically, we see from
Figs. 3�a� and 3�b� that, under reverse-bias conditions, the
capacitance-voltage spectrum for the quantum-well structure
is most strongly influenced by the thickness of the InxGa1−xN
quantum well, and only weakly dependent on the In concen-
tration. Thus, features in SCM imaging under reverse-bias
conditions are most likely to reflect local variations in elec-
tronic structure arising from quantum-well thickness
fluctuations—even at the monolayer level. We see from Figs.
3�c� and 3�d� that, under forward-bias conditions, the
capacitance-voltage spectrum is most strongly influenced by
variations in In concentration, and only minimally dependent
on quantum-well thickness. Thus, features in SCM imaging
observed under forward-bias conditions will predominantly
reflect variations in electronic structure arising from local
variations in In concentration rather than quantum-well
thickness.

B. Monolayer quantum-well thickness fluctuations

Figure 4 shows topographic and scanning capacitance im-
ages of a 3 nm In0.30Ga0.70N/GaN quantum-well sample
structure for both forward bias and reverse bias. Monolayer
steps approximately 2.5–3 Å in height, indicative of step-
flow growth, are clearly visible in the topographic image, as
are pinned step edges terminated by screw-component
dislocations.15 With the probe tip under forward-bias condi-
tions relative to the sample, as shown in Fig. 4�b� for a rep-
resentative bias value of +2 V, little contrast is evident. Un-
der reverse-bias conditions, however, pronounced contrast in
SCM imaging is evident. At −2.25 V, small undulations are
visible in SCM imaging, as shown in Fig. 4�c�; and at −2.5 V
these variations in contrast are much more evident with ad-
ditional structural detail becoming clearly visible, as shown

in Fig. 4�d�.
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On the basis of the numerical simulations described in
Sec. III A the contrast in these images can clearly be inter-
preted as arising from local variations in hole accumulation,
induced by the negative bias applied to the tip, in or near the
In0.30Ga0.70N quantum well. The differences in voltages at
which various contrast features occur experimentally and in
numerical simulations are due primarily to the effects of fi-
nite tip size, tip shape, and series resistance in the sample, as
analyzed in detail in prior studies.16 The observation of
strong SCM image contrast under reverse-bias conditions
combined with the lack of such contrast in forward-bias
SCM imaging strongly indicates that the features observed in
Figs. 4�c� and 4�d� arise from local variations in thickness of
the In0.30Ga0.70N quantum well, as even monolayer variations
in quantum-well thickness lead to substantial changes in the
reverse-bias capacitance-voltage spectra. Indeed, a more de-
tailed analysis of reverse-bias SCM and SCS data obtained
for this sample structure, presented elsewhere,8 offers further
evidence that the SCM image features seen in Figs. 4�c� and
4�d� arise from monolayer fluctuations in the thickness of the
In0.30Ga0.70N quantum-well layer.

C. Nanoscale In clustering

Figure 5 shows representative 3 �m�3 �m topographic
and scanning capacitance images of a 3.5 nm
In0.15Ga0.85N/GaN quantum-well sample structure for a se-
ries of tip bias voltages including both reverse bias and for-
ward bias conditions. With the probe tip under reverse bias
relative to the sample, little contrast is evident in the SCM
image, as shown in Fig. 5�b�. Under forward bias, however,
we see in Fig. 5�c� that at +1.25 V, isolated, approximately

FIG. 4. �a� Topographic image and �b–d� scanning capacitance images of the
3 nm In0.30Ga0.70N/GaN quantum-well structure. Features corresponding to
monolayer fluctuations in In0.30Ga0.70N quantum-well thickness are apparent
under reverse bias, but absent, as expected, under forward bias.
circular areas 30–50 nm in radius with increased SCM sig-
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nal levels are observed, and at 1.75 V these and additional
regions of increased SCM signal level are much more evi-
dent, as seen in Fig. 5�d�. The characteristic radius of the
features visible at 1.25 V increases to 35–55 nm at 1.75 V,
suggesting a corresponding expansion of the area within
which electron accumulation occurs. The actual size of these
features is, of course, considerably smaller than the size ob-
served in the image due to tip convolution and sample deple-
tion effects. Very approximately, the observed radius of a
given feature will be the sum of the probe tip radius �typi-
cally 25–50 nm�, the depletion depth within the sample �a
few nm in our studies due to the proximity of the quantum
well to the surface�, and the actual feature size, which based
on this approach we estimate to be 25 nm or smaller. The
density of these features is �2�109 cm−2 at 1.25 V bias and

9 −2

FIG. 5. �a� Topographic image and �b–d� scanning capacitance images of the
3.5 nm In0.15Ga0.85N/GaN quantum-well structure. Bias voltages are indi-
cated for each SCM image. Data scale is 2 V for �b�, �c�, and 4 V for �d�. �e�
SCM signal spectra extracted from images obtained at different bias volt-
ages at points labeled A, B, and C in �d�. �f� Representative single SCM
signal spectrum. �g� Computed capacitance-voltage spectra for InxGa1−xN
quantum-well structures with In concentrations of 10%, 20%, and 30%.
�8�10 cm at 1.75 V.
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The observation of these features under forward-bias con-
ditions, but not under reverse bias, combined with the results
of numerical simulations as discussed in Sec. III A, indicates
that the features observed in Figs. 5�c� and 5�d� arise from
local variations in In concentration within the quantum well.
Spatially resolved scanning capacitance spectroscopy com-
bined with numerical simulations provides further insight
into the origins of the SCM contrast features. Figure 5�e�
shows spatially resolved scanning capacitance spectra for
three locations marked within the SCM image, constructed
by extracting SCM signal levels from a series of images
obtained at different bias voltages. Points A and B corre-
spond to circular regions in which increased SCM signal
levels are observed at bias voltages of 1.25–1.75 V, and
point C to a region of approximately average signal level at
these voltages. A single representative scanning capacitance
spectrum measured directly for this sample is shown in Fig.
5�f�; the similarity of this spectrum to the spectra extracted
from image data and shown in Fig. 5�e� confirms the validity
of the latter.

To interpret the variations in the SCM signal spectra that
are evident in Fig. 5�e�, we employ numerical simulations of
capacitance-voltage spectra, from which the expected SCM
signal spectrum is computed.16 Figure 5�g� shows scanning
capacitance spectra computed in this manner for In concen-
trations in the quantum well of 10%, 20%, and 30%. A com-
parison of the experimental SCM signal spectra in Fig. 5�e�
with the computed spectra indicates that the circular areas
exhibiting increased signal level in the SCM images corre-
spond to localized regions of In-rich material in the quantum
well. Specifically, a comparison of the spectra at points A and
B with that at point C reveals that for points A and B, a
higher signal level is observed at relatively low bias volt-
ages, while a lower signal level is measured at higher bias
voltages �approximately +2.0 V and above�. As is evident in
the simulated SCM signal spectra, this behavior is consistent
with the presence of increased local In concentration at
points A and B relative to that at point C. Figure 2�d� indi-
cates that local variations in thickness of an In0.15Ga0.85N
quantum-well layer lead to only very minor changes in the
capacitance spectra at these bias voltages, and therefore that
the observed variations in SCM signal spectra are unlikely to
arise from quantum-well thickness variations.

We occasionally observe contrast similar to that exhibited
in the In-rich regions in the immediate vicinity of threading
dislocations, such as those visible as dark pits in Fig. 5�a�.
Because threading dislocations in nitride semiconductor ma-
terial frequently contain deep acceptor states,17–19 one might
anticipate that at positive tip bias voltages these states would
be negatively charged, resulting in an increase in electron
potential energy and localized depletion of electrons in the
vicinity of the dislocation line. However, computational stud-
ies of GaN Schottky barriers in the vicinity of charged dis-
locations have shown that pinning of the Fermi level can

suppress the increase in potential energy very near the GaN
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surface,20 so that the quantum-well carrier concentration in
our samples is most likely relatively unaffected by proximity
to a charged dislocation line.

We have also found that the observation of In clustering
in the InxGa1−xN quantum-well region by SCM is correlated
with dramatically increased photoluminescence efficiency
compared to that measured for nominally identical samples
grown under conditions for which formation of In-rich re-
gions was not observed. Figure 6 shows room-temperature
photoluminescence spectra for two nominally identical
3.5 nm In0.15Ga0.85N/GaN quantum-well structures, except
that the structure labeled “baseline” was grown under condi-
tions for which In clustering is not observed in our SCM
measurements, while the structure labeled “improved” was
grown under conditions leading to the formation of In-rich
clusters as observed in our SCM studies described above.
The latter structure exhibits a much higher luminescence ef-
ficiency, presumably due to enhanced recombination of exci-
tons localized at potential minima created by nanoscale In-
rich regions. The increased linewidth of the
photoluminescence spectrum for the sample containing In-
rich clusters compared with the baseline sample is most
likely a consequence of inhomogeneous broadening arising
from the presence of In-rich clusters with a range of compo-
sitions.

IV. CONCLUSIONS

In summary, we have used scanning capacitance micros-
copy and spectroscopy to characterize local electronic struc-
ture in two InxGa1−xN/GaN quantum-well structures grown
by MOCVD. On the basis of macroscopic capacitance-
voltage measurements combined with numerical simulations,
we see that either electron or hole accumulation can occur in
the n-type quantum-well region. Furthermore, the depen-
dence of carrier accumulation behavior, and consequently ca-
pacitance, on local variations in quantum-well layer thick-
ness and In concentration differs substantially under
forward- and reverse-bias conditions. These differences pro-
vide the basis for a methodology allowing features in local
electronic structure arising from nanoscale variations in
quantum-well thickness to be distinguished from those aris-

FIG. 6. Room-temperature photoluminescence spectra for nominally identi-
cal 3.5 nm In0.15Ga0.85N/GaN quantum-well structures grown under condi-
tions leading to formation of In-rich clusters �“improved”� and under con-
ditions for which such clusters are absent �“baseline”�.
ing from variations in In concentration. This methodology is
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illustrated in studies of monolayer thickness fluctuations in a
3 nm In0.30Ga0.70N/GaN quantum-well structure, and of
nanoscale In clustering in a 3.5 nm In0.15Ga0.85N/GaN
quantum-well structure. In the latter structure, the presence
of In-rich clusters is further correlated with an improvement
in photoluminescence efficiency, thereby offering a direct
link in these structures between the presence of In-rich clus-
ters and improved light emission characteristics.
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